
Montana Aviation System Plan                                   2009 Update                                              Inspection Report Summary

A-1COLUMBUS AIRPORT 59ABranch: APRON

59PCI: Samples Surveyed: 5 Total Samples: 16 Last Inspection Date: 8/26/2009

From: ENTIRE APRON To:  Surface: AC
Length: 365 Width: 216 Last Const. : 1998Area: 77,012 Family: 9ACAM

Inspections

LF LF SF

Sample # 1 Area: 4968
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 148 LF
WEATHERING/RAVELING                     L 300 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 56 LF
LONGITUDINAL/TRANSVERSE CRACKING    H 17 LF
WEATHERING/RAVELING                     M 50 SF
OIL SPILLAGE                            N 20 SF
WEATHERING/RAVELING                     H 18 SF
RUTTING                                 L 15 SF
DEPRESSION                              L 13 SF
SWELLING                                L 4 SF

Sample # 6 Area: 4968
Distress Description Severity Quantity

SF

WEATHERING/RAVELING                     L 250 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 64 LF
LONGITUDINAL/TRANSVERSE CRACKING    M 32 LF
WEATHERING/RAVELING                     M 50 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 8 LF
DEPRESSION                              L 3 SF
DEPRESSION                              M 2 SF

Sample # 7 Area: 4968
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 132 LF
WEATHERING/RAVELING                     L 200 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 33 LF
LONGITUDINAL/TRANSVERSE CRACKING    H 26 LF
PATCHING                                L 72 SF
WEATHERING/RAVELING                     M 35 SF
DEPRESSION                              L 14 SF
DEPRESSION                              M 6 SF
WEATHERING/RAVELING                     H 2 SF
BLEEDING                                N 2 SF
OIL SPILLAGE                            N 2 SF

Sample # 10 Area: 4968
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 159 LF
PATCHING                                L 300 SF
WEATHERING/RAVELING                     L 200 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 58 LF
LONGITUDINAL/TRANSVERSE CRACKING    H 15 LF
DEPRESSION                              L 35 SF
WEATHERING/RAVELING                     M 35 SF
DEPRESSION                              M 15 SF
OIL SPILLAGE                            N 5 SF

Sample # 11 Area: 4968
Distress Description Severity Quantity

SF

WEATHERING/RAVELING                     L 250 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 23 LF
LONGITUDINAL/TRANSVERSE CRACKING    L 16 LF
WEATHERING/RAVELING                     M 50 SF
DEPRESSION                              L 4 SF

Distress Description Severity Quantity Density Deduct
Extrapolated Distress Quantities*

LONGITUDINAL/TRANSVERSE CRACKING  H 205 LF 0.27 11.32%
LONGITUDINAL/TRANSVERSE CRACKING  M 626 LF 0.81 10.25%
RUTTING                                 L 47 SF 0.06 8.50%
LONGITUDINAL/TRANSVERSE CRACKING  L 1609 LF 2.09 7.65%
WEATHERING/RAVELING                     M 682 SF 0.89 7.53%
WEATHERING/RAVELING                     L 3720 SF 4.83 6.67%
WEATHERING/RAVELING                     H 62 SF 0.08 6.00%



Montana Aviation System Plan                                   2009 Update                                              Inspection Report Summary

A-1COLUMBUS AIRPORT 59ABranch: APRON

* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

Distress Description Severity Quantity Density Deduct
Extrapolated Distress Quantities*

DEPRESSION                              M 71 SF 0.09 5.20%
PATCHING                                L 1153 SF 1.50 4.60%
OIL SPILLAGE                            N 84 SF 0.11 1.99%
DEPRESSION                              L 214 SF 0.28 1.43%
SWELLING                                L 12 SF 0.02 1.00%
BLEEDING                                N 6 SF 0.01 0.00%

12.0 75.0 13.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism



Montana Aviation System Plan                                   2009 Update                                              Inspection Report Summary

R-1COLUMBUS AIRPORT 59RBranch: RUNWAY

67PCI: Samples Surveyed: 7 Total Samples: 58 Last Inspection Date: 8/26/2009

From: STA 17+00 To: STA 55+00 Surface: AC
Length: 3,800 Width: 75 Last Const. : 1998Area: 285,000 Family: 9ACRMU

Inspections

LF LF SF

Sample # 3 Area: 4875
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 128 LF
WEATHERING/RAVELING                     L 244 SF
WEATHERING/RAVELING                     M 49 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 6 LF
WEATHERING/RAVELING                     H 15 SF

Sample # 11 Area: 4875
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 121 LF
WEATHERING/RAVELING                     L 244 SF
DEPRESSION                              L 77 SF
WEATHERING/RAVELING                     M 49 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 4 LF
WEATHERING/RAVELING                     H 4 SF
DEPRESSION                              M 3 SF
PATCHING                                L 2 SF

Sample # 19 Area: 4875
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 146 LF
WEATHERING/RAVELING                     L 244 SF
WEATHERING/RAVELING                     M 49 SF
DEPRESSION                              L 32 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 6 LF
DEPRESSION                              M 1 SF

Sample # 27 Area: 4875
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 156 LF
WEATHERING/RAVELING                     L 244 SF
DEPRESSION                              L 58 SF
WEATHERING/RAVELING                     M 49 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 13 LF
WEATHERING/RAVELING                     H 3 SF

Sample # 35 Area: 4875
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 119 LF
WEATHERING/RAVELING                     L 244 SF
WEATHERING/RAVELING                     M 49 SF
DEPRESSION                              L 44 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 3 LF
WEATHERING/RAVELING                     H 2 SF

Sample # 43 Area: 4875
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 117 LF
WEATHERING/RAVELING                     L 244 SF
WEATHERING/RAVELING                     M 49 SF
DEPRESSION                              L 47 SF
WEATHERING/RAVELING                     H 2 SF
DEPRESSION                              M 2 SF

Sample # 51 Area: 4875
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 132 LF
WEATHERING/RAVELING                     L 244 SF
WEATHERING/RAVELING                     M 54 SF
WEATHERING/RAVELING                     H 2 SF

Distress Description Severity Quantity Density Deduct
Extrapolated Distress Quantities*

LONGITUDINAL/TRANSVERSE CRACKING  L 7677 LF 2.69 9.25%
WEATHERING/RAVELING                     M 2906 SF 1.02 7.93%
LONGITUDINAL/TRANSVERSE CRACKING  H 159 LF 0.06 7.50%



Montana Aviation System Plan                                   2009 Update                                              Inspection Report Summary

R-1COLUMBUS AIRPORT 59RBranch: RUNWAY

* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

Distress Description Severity Quantity Density Deduct
Extrapolated Distress Quantities*

WEATHERING/RAVELING                     L 14264 SF 5.01 6.81%
WEATHERING/RAVELING                     H 234 SF 0.08 6.00%
DEPRESSION                              M 50 SF 0.02 5.20%
DEPRESSION                              L 2155 SF 0.76 5.14%
LONGITUDINAL/TRANSVERSE CRACKING  M 109 LF 0.04 4.00%
PATCHING                                L 17 SF 0.01 2.00%

0.0 81.0 19.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism



Montana Aviation System Plan                                   2009 Update                                              Inspection Report Summary

T-1COLUMBUS AIRPORT 59TBranch: TAXIWAY

57PCI: Samples Surveyed: 5 Total Samples: 18 Last Inspection Date: 8/26/2009

From: PARTIAL PARALLEL To: AND TURNAROUND Surface: AC
Length: 3,063 Width: 25 Last Const. : 1998Area: 76,575 Family: 9ACRMU

Inspections

LF LF SF

Sample # 4 Area: 4625
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 149 LF
WEATHERING/RAVELING                     L 230 SF
WEATHERING/RAVELING                     M 46 SF
DEPRESSION                              L 5 SF
WEATHERING/RAVELING                     H 4 SF

Sample # 7 Area: 4625
Distress Description Severity Quantity

SF

WEATHERING/RAVELING                     L 230 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 64 LF
LONGITUDINAL/TRANSVERSE CRACKING    H 19 LF
WEATHERING/RAVELING                     M 46 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 8 LF
DEPRESSION                              L 2 SF
DEPRESSION                              M 2 SF

Sample # 10 Area: 4625
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 256 LF
WEATHERING/RAVELING                     L 230 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 32 LF
DEPRESSION                              L 59 SF
WEATHERING/RAVELING                     M 46 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 8 LF
DEPRESSION                              M 12 SF
WEATHERING/RAVELING                     H 1 SF
SWELLING                                L 1 SF

Sample # 11 Area: 3325
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 56 LF
WEATHERING/RAVELING                     L 166 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 36 LF
LONGITUDINAL/TRANSVERSE CRACKING    H 13 LF
WEATHERING/RAVELING                     M 33 SF
DEPRESSION                              L 11 SF
DEPRESSION                              M 2 SF

Sample # 16 Area: 4320
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 193 LF
WEATHERING/RAVELING                     L 216 SF
DEPRESSION                              H 80 SF
DEPRESSION                              M 50 SF
WEATHERING/RAVELING                     M 43 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 12 LF
PATCHING                                L 14 SF
WEATHERING/RAVELING                     H 3 SF
DEPRESSION                              L 3 SF
SWELLING                                L 1 SF

Distress Description Severity Quantity Density Deduct
Extrapolated Distress Quantities*

DEPRESSION                              H 285 SF 0.37 18.94%
LONGITUDINAL/TRANSVERSE CRACKING  H 185 LF 0.24 10.94%
LONGITUDINAL/TRANSVERSE CRACKING  L 2556 LF 3.34 10.90%
DEPRESSION                              M 235 SF 0.31 7.88%
WEATHERING/RAVELING                     M 761 SF 0.99 7.86%
LONGITUDINAL/TRANSVERSE CRACKING  M 271 LF 0.35 7.05%
WEATHERING/RAVELING                     L 3814 SF 4.98 6.79%
WEATHERING/RAVELING                     H 28 SF 0.04 6.00%
DEPRESSION                              L 285 SF 0.37 2.25%
PATCHING                                L 50 SF 0.07 2.00%
SWELLING                                L 7 SF 0.01 1.00%



Montana Aviation System Plan                                   2009 Update                                              Inspection Report Summary

T-1COLUMBUS AIRPORT 59TBranch: TAXIWAY
* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

0.0 63.0 37.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism
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T-2COLUMBUS AIRPORT 59TBranch: TAXIWAY

68PCI: Samples Surveyed: 3 Total Samples: 3 Last Inspection Date: 8/26/2009

From: T-1 To: HANGARS Surface: AC
Length: 732 Width: 20 Last Const. : 1998Area: 14,640 Family: 9ACRMU

Inspections

* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

LF LF SF

Sample # 1 Area: 4880
Distress Description Severity Quantity

SF

WEATHERING/RAVELING                     L 214 SF
WEATHERING/RAVELING                     M 49 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 14 LF
OIL SPILLAGE                            N 14 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 3 LF
WEATHERING/RAVELING                     H 5 SF
PATCHING                                L 2 SF
DEPRESSION                              L 2 SF

Sample # 2 Area: 4880
Distress Description Severity Quantity

SF

WEATHERING/RAVELING                     L 214 SF
LONGITUDINAL/TRANSVERSE CRACKING    L 61 LF
WEATHERING/RAVELING                     M 78 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 19 LF
WEATHERING/RAVELING                     H 16 SF
OIL SPILLAGE                            N 13 SF
SWELLING                                L 8 SF

Sample # 3 Area: 4880
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 99 LF
WEATHERING/RAVELING                     L 214 SF
WEATHERING/RAVELING                     M 73 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 3 LF
DEPRESSION                              L 9 SF
WEATHERING/RAVELING                     H 7 SF
OIL SPILLAGE                            N 2 SF

Distress Description Severity Quantity Density Deduct
Extrapolated Distress Quantities*

WEATHERING/RAVELING                     M 200 SF 1.37 8.88%
WEATHERING/RAVELING                     H 28 SF 0.19 7.85%
WEATHERING/RAVELING                     L 642 SF 4.39 6.32%
LONGITUDINAL/TRANSVERSE CRACKING  L 174 LF 1.19 5.36%
LONGITUDINAL/TRANSVERSE CRACKING  M 25 LF 0.17 4.70%
OIL SPILLAGE                            N 29 SF 0.20 2.49%
PATCHING                                L 2 SF 0.01 2.00%
SWELLING                                L 8 SF 0.05 1.00%
DEPRESSION                              L 11 SF 0.08 0.30%

0.0 90.0 10.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism



Montana Aviation System Plan                                   2009 Update                                              Inspection Report Summary

T-3COLUMBUS AIRPORT 59TBranch: TAXIWAY

60PCI: Samples Surveyed: 5 Total Samples: 9 Last Inspection Date: 8/26/2009

From: R-1 To: A-1 Surface: AC
Length: 1,811 Width: 25 Last Const. : 2001Area: 45,275 Family: 9ACRMU

Inspections

* Multiple deduct values are scaled down from their algebraic sum to keep the model consistent with experimental data.

LF LF SF

Sample # 1 Area: 4625
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 61 LF
WEATHERING/RAVELING                     L 138 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 22 LF
WEATHERING/RAVELING                     M 23 SF
DEPRESSION                              M 22 SF
DEPRESSION                              L 21 SF
PATCHING                                L 3 SF
WEATHERING/RAVELING                     H 2 SF

Sample # 3 Area: 4625
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 184 LF
WEATHERING/RAVELING                     L 138 SF
LONGITUDINAL/TRANSVERSE CRACKING    H 24 LF
LONGITUDINAL/TRANSVERSE CRACKING    M 19 LF
DEPRESSION                              M 24 SF
WEATHERING/RAVELING                     M 23 SF

Sample # 4 Area: 4625
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 303 LF
WEATHERING/RAVELING                     L 138 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 29 LF
DEPRESSION                              L 44 SF
WEATHERING/RAVELING                     M 23 SF
DEPRESSION                              M 8 SF
WEATHERING/RAVELING                     H 1 SF
SWELLING                                L 1 SF

Sample # 7 Area: 4625
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 236 LF
WEATHERING/RAVELING                     L 138 SF
LONGITUDINAL/TRANSVERSE CRACKING    M 25 LF
WEATHERING/RAVELING                     M 23 SF
DEPRESSION                              L 22 SF

Sample # 8 Area: 4625
Distress Description Severity Quantity

SF

LONGITUDINAL/TRANSVERSE CRACKING    L 115 LF
LONGITUDINAL/TRANSVERSE CRACKING    M 51 LF
WEATHERING/RAVELING                     L 138 SF
DEPRESSION                              L 45 SF
WEATHERING/RAVELING                     M 23 SF
PATCHING                                L 1 SF

Distress Description Severity Quantity Density Deduct
Extrapolated Distress Quantities*

LONGITUDINAL/TRANSVERSE CRACKING  L 1761 LF 3.89 12.25%
LONGITUDINAL/TRANSVERSE CRACKING  H 90 LF 0.20 10.19%
LONGITUDINAL/TRANSVERSE CRACKING  M 243 LF 0.54 8.56%
DEPRESSION                              M 106 SF 0.23 6.72%
WEATHERING/RAVELING                     M 225 SF 0.50 6.14%
WEATHERING/RAVELING                     H 6 SF 0.01 6.00%
WEATHERING/RAVELING                     L 1351 SF 2.98 5.06%
DEPRESSION                              L 258 SF 0.57 3.84%
PATCHING                                L 8 SF 0.02 2.00%
SWELLING                                L 2 SF 0.00 1.00%

0.0 81.0 19.0% Load % Climate/Durability % Other

Percent of Deduct Values Based on Distress Mechanism



Maintenance Report Summary2009 UpdateMontana Aviation System Plan

COLUMBUS AIRPORT

Section Distress Description Severity Quantity Work Description Quantity Cost Policy

FIRST YEAR LOCAL:2010 $42,560LOCAL REPAIR COST:

A-1 L & T CR    H 205 LF Crack Sealing - AC 205 LF $307 PREV.  
A-1 L & T CR    M 627 LF Crack Sealing - AC 627 LF $940 PREV.  
A-1 OIL SPILLAGE N 84 SF Patching - AC Shallow        125 SF $1,868 PREV.  
A-1 DEPRESSION  M 72 SF Patching - AC Deep             110 SF $4,044 PREV.  
R-1 L & T CR    M 109 LF Crack Sealing - AC 109 LF $163 PREV.  
R-1 L & T CR    H 159 LF Crack Sealing - AC 159 LF $238 PREV.  
R-1 DEPRESSION  M 51 SF Patching - AC Deep             83 SF $3,056 PREV.  
T-1 L & T CR    H 186 LF Crack Sealing - AC 186 LF $278 PREV.  
T-1 L & T CR    M 271 LF Crack Sealing - AC 271 LF $406 PREV.  
T-1 DEPRESSION  M 235 SF Patching - AC Deep             301 SF $11,120 PREV.  
T-1 DEPRESSION  H 285 SF Patching - AC Deep             357 SF $13,193 PREV.  
T-2 L & T CR    M 25 LF Crack Sealing - AC 25 LF $38 PREV.  
T-2 OIL SPILLAGE N 29 SF Patching - AC Shallow        55 SF $820 PREV.  
T-3 L & T CR    H 91 LF Crack Sealing - AC 91 LF $135 PREV.  
T-3 L & T CR    M 243 LF Crack Sealing - AC 243 LF $364 PREV.  
T-3 DEPRESSION  M 106 SF Patching - AC Deep             152 SF $5,591 PREV.  

FIFTEEN YEAR PROJECTIONS:                      ESTIMATED AVERAGE ANNUAL COST: $130,961

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2010 PCI$644,505ESTIMATED COST:

A-1 Basic Prev. $7,159 $7,159 58 58
R-1 Prev. & Thin AC $3,457 $456,001 $459,458 66 79
T-1 Prev. & Thin AC $24,996 $122,520 $147,516 56 69
T-2 Prev. & Thin AC $858 $23,424 $24,282 67 79
T-3 Basic Prev. $6,090 $6,090 59 59

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2011 PCI$91,772ESTIMATED COST:

A-1 Basic Prev. $5,246 $5,246 55 55
R-1 Basic Prev. $7,329 $7,329 76 76
T-1 Basic Prev. $3,536 $3,536 66 66
T-2 Basic Prev. $344 $344 77 77
T-3 Prev. & Thin AC $2,877 $72,440 $75,318 57 70

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2012 PCI$21,213ESTIMATED COST:

A-1 Basic Prev. $5,888 $5,888 52 52
R-1 Basic Prev. $9,039 $9,039 74 74
T-1 Basic Prev. $3,803 $3,803 64 64
T-2 Basic Prev. $431 $431 75 75
T-3 Basic Prev. $2,052 $2,052 67 67

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2013 PCI$179,418ESTIMATED COST:

A-1 Reconstruct  $161,794 $161,794 49 100
R-1 Basic Prev. $10,827 $10,827 71 71
T-1 Basic Prev. $4,065 $4,065 61 61
T-2 Basic Prev. $521 $521 72 72
T-3 Basic Prev. $2,211 $2,211 64 64

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2014 PCI$19,696ESTIMATED COST:

R-1 Basic Prev. $12,235 $12,235 69 69
T-1 Basic Prev. $4,485 $4,485 59 59
T-2 Basic Prev. $609 $609 70 70
T-3 Basic Prev. $2,366 $2,366 62 62

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2015 PCI$21,455ESTIMATED COST:

R-1 Basic Prev. $13,231 $13,231 66 66
T-1 Basic Prev. $4,987 $4,987 56 56
T-2 Basic Prev. $660 $660 67 67
T-3 Basic Prev. $2,577 $2,577 59 59
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COLUMBUS AIRPORT

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2016 PCI$23,556ESTIMATED COST:

A-1 Basic Prev. $291 $291 88 88
R-1 Basic Prev. $14,226 $14,226 63 63
T-1 Basic Prev. $5,450 $5,450 54 54
T-2 Basic Prev. $711 $711 64 64
T-3 Basic Prev. $2,877 $2,877 57 57

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2017 PCI$25,743ESTIMATED COST:

A-1 Basic Prev. $748 $748 84 84
R-1 Basic Prev. $15,201 $15,201 61 61
T-1 Basic Prev. $5,874 $5,874 52 52
T-2 Basic Prev. $762 $762 62 62
T-3 Basic Prev. $3,159 $3,159 55 55

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2018 PCI$43,904ESTIMATED COST:

A-1 Prev. & Fog Seal $1,175 $15,403 $16,577 81 88
R-1 Basic Prev. $16,829 $16,829 58 58
T-1 Basic Prev. $6,256 $6,256 50 50
T-2 Basic Prev. $827 $827 59 59
T-3 Basic Prev. $3,415 $3,415 52 52

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2019 PCI$186,111ESTIMATED COST:

A-1 Basic Prev. $746 $746 84 84
R-1 Basic Prev. $18,688 $18,688 56 56
T-1 Reconstruct  $162,106 $162,106 49 100
T-2 Basic Prev. $925 $925 57 57
T-3 Basic Prev. $3,647 $3,647 51 51

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2020 PCI$597,155ESTIMATED COST:

A-1 Basic Prev. $1,174 $1,174 81 81
R-1 Prev. & Thin AC $20,403 $456,001 $476,405 54 66
T-2 Prev. & Thin AC $1,016 $23,424 $24,440 55 67
T-3 Reconstruct  $95,136 $95,136 49 100

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2021 PCI$16,675ESTIMATED COST:

A-1 Basic Prev. $1,737 $1,737 78 78
R-1 Basic Prev. $14,226 $14,226 63 63
T-2 Basic Prev. $712 $712 64 64

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2022 PCI$18,431ESTIMATED COST:

A-1 Basic Prev. $2,317 $2,317 75 75
R-1 Basic Prev. $15,201 $15,201 61 61
T-1 Basic Prev. $151 $151 89 89
T-2 Basic Prev. $762 $762 62 62

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2023 PCI$36,494ESTIMATED COST:

A-1 Prev. & Fog Seal $2,874 $15,403 $18,277 72 78
R-1 Basic Prev. $16,829 $16,829 58 58
T-1 Basic Prev. $472 $472 86 86
T-2 Basic Prev. $827 $827 59 59
T-3 Basic Prev. $89 $89 89 89

SectionI Maintenance Local Global Major<Crit Major>Crit Total before after
PLAN YEAR: 2024 PCI$38,291ESTIMATED COST:

A-1 Basic Prev. $2,317 $2,317 75 75
R-1 Basic Prev. $18,688 $18,688 56 56
T-1 Prev. & Fog Seal $767 $15,315 $16,082 84 89
T-2 Basic Prev. $925 $925 57 57
T-3 Basic Prev. $279 $279 86 86
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A-1, surface detail with cracks 
  
 
  
 
 A-1, overview with patches 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
T-1, surface detail with crack  T-1, overview with cracks & depression 
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COLUMBUS AIRPORT  8/26/2009 
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T-2, surface detail with scrapes 
 
  
 
 
 T-2, overview 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
T-3, surface detail with crack & depression T-3, overview  
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COLUMBUS AIRPORT  8/26/2009 

Robert Peccia & Associates   

 
 
 
 

 
 

 
 
 
 
 
 
 
 
 
 
 
R-1, overview 
  
 
   
 
 R-1, surface detail with crack & depression 
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