
301.02.4 Aggregate Treatment 
Choose the material that will be used to treat the aggregate, which may include MC-70, 

emulsified prime or calcium or magnesium chloride. 
Furnish liquid magnesium or calcium chloride in accordance with Subsection 713.03 

requirements. Furnish liquid asphalt in accordance with Section 702 requirements. If used, 
furnish MC-70 listed on the QPL. 

Blotter material is material with 100% passing the ½-inch (12.5 mm) screen and having a PI 
of 6 or less. 
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